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KKT 448

PROCESS METHOD INSTRUCTIONS

LASER PRETREATMENT e-Flow % 50 Lava Con LAC

DRYING Waiting in room temperature until dry

DRY PPOCESS LASER

RINSING On the machine
60  C - 5 minutes

0,5 g/l Acetic acid ph (4,5-5)

RINSING 20’ 60 C
10 g/l Sodium Hdyroxide(Caustic) + 10 g/l H2O2(Hydrogen

Peroxide) ph;11,5-12

RINSING On the machine
60  C - 5 minutes

0,5 g/l Acetic acid ph (4,5-5)

COMBINED ENZYME  (with special stone effect ) e-Flow
L.R 1:1

40 minutes ( with cable tie 20 min. + without cable tie 20 min. )

25 g/l Lava Cell NEF

RINSING 5’ 50 C 0,5 g/l Lava Sperse KDS

SOFTENING 5’ 25 C 5 g/l Lava Jeans PRO




