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LASER PRETREATMENT E-flow % 25 Lava Con LAC + % 75 Water
DRYING Waiting in room temperature until dry
DRY PROCESS Laser (Design name : MADONNA )
RINSING 5 55C 1 g/l Acetic Acid
RINSING 2 Cold water
el doeneid
RINSING 2 Cold water
RINSING 5 55C 1 g/l Acetic Acid
RINSING 2 55C
RINSING 2 Cold water
L.R1:1
COMBINED ENZYME WASHING e-Flow 40 minutes ( 20 min. + with special Stones 20 min. )
25 g/l Lava Cell NEF
RINSING 5 50 C 0,5 g/l Lava Sperse KTZ
RINSING Cold water
LR 1:1
ENZYMATIC BLEACHING e-Flow % 20 Lava Zyme NBF — 15 minutes
% 100 Lava Con NAF ( 30 g/l H202-Hydrogenperoxide ) — 15 minutes
NEUTRALIZATION 5 55C 5 g/l Sodium Hydyroxide(Caustic)
RINSING 2 Cold water
DRY PROCESS By Laser Damage
SeFENG S I‘;A;R; ; :Ija1vg Tt-i:r;l:se 'S:m
PATCHING % 80 Lava Fin U50 + % 20 Lava Protect XL
PRESSING 30” 130 C
LOCAL DIRTY EFFECT Dropping 2 g Imp.Red K-B + 50 g Lava Fix CPB + 5 g Lava Protect XL + 200 g water
LOCAL DIRTY EFFECT (2) Dropping 100 g Lava Jeans SDW + 50 g Lava Fix CPB + 100 g water
LOCAL DIRTY EFFECT (3) Dropping 0,5 IpYII K- +1 Imp.rnge K-R + 1 g Imp. Dark Brown K-RT + 50 g Lava Fix CPB
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