KKT 488 (CADIRA DENIM)

AV

DyStar.

PROCESS METHOD INSTRUCTIONS

LASER SAND BLAST Spraying % 43 Lava Con LSB + % 5 Lava Con LAC + % 50 Water

DRYING Waiting in room temperature until dry

DRY PROCESS Design name : MILTER Laser

DETERGENT WASHING &) 20C 2 g/l Lava Wash PDT + 2 g/l Soda Ash

RINSING 2 Cold water

RINSING 3 15C Acetic acid (ph 6 )

RINSING 2 Cold water
LR1:2

MNEW BLEACHING In the machine %20 Lava Con NRT + %3 Sodium Persulphate + %3
Hydrogenperoxide + %74 Water

HYDROEXTRACT 2 300 rpm Pick up % 60

DRYING 60 B0-VOC TUMBLE DRYER

DETERGENT WASHING &) s0C 5 g/l Lava Wash PDT + 2 g/l Soda Ash

SOFTENING &) 25C 3 gfl Lava Jeans PRO

DRY PROCESS By laser Damage

PATCHING %80 Lava Fin U30 + %20 Lava Protect XL

PRESSING 1 150 C

.
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