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PROCESS METHOD INSTRUCTIONS

STONE WASHING WITH ENZYME 25’ 45 C 
2 g/l Lava Cell NRM Conc Spec.01 + 

0,3 g/l Lava Sperse KTZ

LASER SAND BLAST spraying % 50 Lava Con LSB 

DRY PROCESS
RIGHT LEG-130

LEFT LEG WITH LSB- 130 
Laser

DETERGENT WASHING 10’ 55 C 5 g//l Lava Wash PDT + 2 g/l Soda Ash

RINSING 2’ Cold water

SOFTENING 5’ 25 C 3 g/l Evo Soft ELP
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